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We report a study on the influence of charge trapping on electroluminescence �EL� from Si
nanocrystal �nc-Si� distributed throughout a 30 nm SiO2 thin film synthesized by Si+ implantation
into an oxide film thermally grown on a p-type Si substrate. The electron and hole trapping in the
nc-Si located near the indium tin oxide gate and the Si substrate, respectively, cause a reduction in
the EL intensity. The reduced EL intensity can be recovered after the trapped charges are released.
A partial recovery can be easily achieved by the application of a positive gate voltage or thermal
annealing at hot temperatures �e.g., 120 °C� for a short duration. The present study highlights the
impact of charging in the nc-Si on the light emission efficiency and its stability of nc-Si
light-emitting devices. © 2007 American Institute of Physics. �DOI: 10.1063/1.2713946�

I. INTRODUCTION

Since silicon is the core material for microelectronic de-
vices, there is intensive interest in the integration of silicon
optical/optoelectronic devices for the emission, modulation,
and detection on one chip based on the mainstream Si tech-
nology. One of the main bottlenecks in working toward a
photonic integration compatible with the Si technology is the
lack of an efficient Si-based light source. In recent years,
Si-nanocrystal structures provide the possibility of Si-based
light emitting devices.1–9 One of the promising methods to
synthesize the Si nanocrystals �nc-Si� embedded in SiO2 di-
electric films for the light emitting structures is Si ion im-
plantation into SiO2 thin films. Electroluminescence �EL� at
room temperature from such structures has been observed by
different researchers,10–12 which represents a very important
step towards the development of Si-based optoelectronics.
However, there are still many problems and difficulties such
as the low efficiency and efficiency degradation of the EL. In
this work we will show that the efficiency degradation is due
to the charge trapping in the Si nanocrystals. We have ob-
served that the EL intensity can be modulated by the
charging/discharging in the nc-Si, i.e., the EL intensity is
reduced by the charge trapping in the nc-Si while it is recov-
ered by the release of the trapped charges from the nc-Si.

II. EXPERIMENTAL

SiO2 films with the thickness of 30 nm were thermally
grown on �100� oriented, p-type Si substrates at 950 °C. Si+

ions were implanted into the oxide films at 8 keV with a
dose of 2�1015 cm−2. After the ion implantation, thermal

annealing was carried out at 1000 °C for 100 min to induce
the formation of nc-Si. Light-emitting structures were fabri-
cated using a 130 nm indium tin oxide �ITO� layer and a
500 nm Al layer to form the top and bottom electrodes, re-
spectively. For the capacitance-voltage �C-V� measurement,
the structure with aluminum top electrode instead of the ITO
electrode was also prepared. The area of the top electrodes
varies from 7.9�103 to 4.5�106 �m2. The as-deposited
ITO layer has a sheet resistance of 25 � / sq, a surface rms
�1.0 nm, and an average transmittance of above 85% over
the visible wavelengths of 400–800 nm. The stopping and
range of ions in matter �SRIM� simulation shows that the
implanted Si ions distribute throughout the entire 30 nm ox-
ide with the peak concentration of excess Si atoms located at
around 15 nm underneath the oxide surface, as illustrated in
Fig. 1�a�. Figure 1�b� shows the transmission electron mi-
croscopy �TEM� image of nc-Si with the sizes of �3–4 nm
embedded in the SiO2 matrix. Photoluminescence �PL� mea-
surement was performed at an excitation wavelength of
325 nm, but no PL was observed in the as-fabricated sample.
The C-V measurement was performed with a HP 4284A LCR
meter, while the current measurement was carried out with a
Keithley 4200 semiconductor characterization system.

III. RESULT AND DISCUSSION

Figure 2�a� shows the experimental setup of the EL mea-
surement. Under a negative bias applied to the ITO gate and
with the substrate grounded, electrons and holes are injected
from the ITO gate and the Si substrate, respectively, and
radiative recombination of the injected electrons and holes
leads to light emission. At the same time, some of the in-
jected charges are trapped in the nc-Si as shown in Fig. 2�a�,
affecting the carrier injections and thus the EL. The EL from
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the light-emitting structure can be observed with naked eyes
in a dark environment. Figure 2�b� shows EL spectra mea-
sured under the voltages of −14, −16, and −18 V, respec-
tively. The EL exhibits a broad spectrum peaked at �500 nm
��2.5 eV�. The EL intensity increases with the injection cur-
rent. No photoluminescence �PL� from the same Si+ im-
planted SiO2 film was observed, which could be due to the
fact that the nanocrystals were still not fully stabilized to
exhibit PL after the annealing at the slightly lower tempera-
ture �i.e., 1000 °C�. Indeed, it was reported that the anneal-
ing at 1100 °C shows the PL related to the formation of Si
nanocrystal.13 On the other hand, as the energy ��2.5 eV� of
the EL peak is significantly larger than the band gap
��1.8–2.1 eV� of the nc-Si with a size of �3–4 nm,14 it
seems that the EL cannot be simply attributed to the quantum
confinement effect. It is believed that the defects in the
Si+-implanted SiO2 film, which serve as the luminescent
centers,10,15–17 play an important role in the light emission.

As EL intensity is determined by the numbers of the
injected electrons and holes available for the radiative re-
combination, charge trapping in the nc-Si,18 which affects the
carrier injection, should have an impact on the light emis-
sion. This has been confirmed in our experiment. As can be
observed in Fig. 3�a�, the application of −25 V for 1 s leads
to a drastic reduction in the light emission intensity as com-
pared to the virgin case, which is attributed to the charge
trapping in nc-Si. The large negative flatband voltage shift
��VFB=−1.7 V� after the application of −25 V for 1 s in the

C-V characteristic shown in Fig. 3�b� indicates a large
amount of hole trapping in the nc-Si located near the inter-
face of SiO2/Si substrate. The equivalent areal density ��Q�
of trapped holes corresponding to the negative flatband volt-
age shift can be estimated with

�Q = − �VFBCox, �1�

where Cox �=�0 �SiO2
/d, where �0 is permittivity in vacuum,

�SiO2
is the dielectric constant of SiO2, and the oxide thick-

ness d=30 nm� is the oxide capacitance per unit area. For the
application of −25 V for 1 s, �Q is 1.2�1012 holes/cm2.
The hole trapping is due to the hole injection from the sub-
strate under the negative gate bias. The injected holes can be
trapped in any nc-Si distributed in the oxide, but most of the
hole trapping should occur in the interface region as the in-
jected holes can be easily trapped in the nc-Si located near
the injection interface. The hole trapping will lead to a re-
duction in the electric field for the hole injection from the
substrate. Similarly, some of the injected electrons from the
ITO gate may also be trapped in the nc-Si with most of the
electron trapping occurring near the gate, and thus the elec-
tric field for the electron injection from the ITO gate is also
reduced. Note that the electron trapping near the gate cannot
be readily revealed from the C-V measurement because the
trapped electrons are far away from the SiO2/Si substrate

FIG. 1. �a� Depth distribution of the excess Si concentration in the 30 nm
SiO2 layer obtained from SRIM simulation, and �b� TEM image of the nc-Si
embedded in SiO2 matrix. The implantation energy is 8 keV.

FIG. 2. �a� Experimental setup for the EL measurement and illustration of
charging in the nc-Si, and �b� EL spectra under various measurement
voltages.
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interface. With reductions in the electric fields for both hole
and electron injections, the injection current decreases. In-
deed, as shown in Fig. 3�c�, the current at the voltage of
−14 V �note that the EL measurements shown in Fig. 3�a�
were carried out at −14 V� for the virgin case is much larger
than that after the application of −25 V for 1 s. With the
reduction of the injection current, the number of injected
holes and electrons for the radiative recombination de-
creases, and thus the EL intensity decreases. It should be
pointed out that the charge trapping occurs not only at the
higher voltage of −25 V but also at the relatively low voltage

of −14 V. As shown in Fig. 3�c�, the current measured at
−14 V for both the virgin case and after the application of
−25 V for 1 s decreases with the biasing time, indicating the
accumulation of charges trapped in the nc-Si. This means
that the EL intensity would degrade during the EL operation.

On the other hand, as can be seen in Fig. 3�a�, the re-
duced EL intensity is partially recovered by the application
of +25 V for 5 s. The recovery is due to the release of some
of the charges trapped in the nc-Si under the influence of the
positive gate voltage. As shown in Fig. 3�b�, the application
of +25 V for 5 s leads to a partial recovery in the flatband
voltage shift, i.e., the �VFB is partially recovered from
−1.7 V for the case of application of −25 V for 1 s to −1 V
now. The reduction in the flatband voltage shift indicates that
some of the trapped holes have been released by the appli-
cation of the positive voltage �41% of the trapped holes have
been released�. Under a positive gate voltage, some of the
trapped holes can tunnel out from the nc-Si or recombine
with the electrons injected from the substrate. After the re-
lease of some of the trapped holes, for an EL or current
measurement at a negative gate voltage, the electric field at
the SiO2/Si substrate interface increases, and thus the hole
injection from the substrate increases. On the other hand,
some of the trapped electrons near the gate can also be re-
leased under the influence of a positive gate voltage, and
then the electron injection from the gate also increases in the
EL or current measurement. Therefore, with the release of
some of the trapped holes and electrons, a partial recovery in
the current is achieved as shown in Fig. 3�c�. This explains
the above-mentioned partial recovery in the EL intensity. The
trapped charges can also be released by a hot temperature
annealing for a short period. Figure 4 shows the effect of the
annealing at 120 °C for 40 s. As can be seen in this figure,
the annealing leads to a partial recovery in the EL intensity,
the flatband voltage shift, and the injection current, and the
situation is very similar to that of the application of the posi-
tive bias discussed above. The relatively low temperature
and short duration of the hot-temperature annealing indicates
that some of the trapped charges are easily released when
they gain the thermal energy. This could suggest that only
those nc-Si located near the Si substrate and the ITO gate are
involved in the process as the charges trapped in them can
easily tunnel out to the gate or escape to the substrate at an
elevated temperature.

Also it should be pointed out that with the accumulation
of trapped charges �i.e., the trapped electrons near the gate
and the trapped holes near the substrate� under a negative
bias, the injection current would degrade with time. Indeed,
as can be seen in Fig. 3�c�, the injection current at −14 V
decreases with time. The decay of injection current is also
observed on the structures with Al gate, as shown in Fig. 5.
This indicates that the current degradation is not related to
the ITO gate, and it further supports the argument that the
charge trapping in the nc-Si leads to decrease in the injection
current.18 The current decay means degradation in the EL
intensity as a result of the accumulation of trapped charges in
the nc-Si. As discussed above, the trapped charges could be
released under a positive gate bias. This suggests that bipolar
pulses �i.e., the pulses change between negative and positive

FIG. 3. Influence of trapping and detrapping of charges in nc-Si due to the
application of −25 V for 1 s and +25 V for 5 s, respectively, on the EL �a�,
the C-V characteristic �b�, and the injection current �c�. Both the EL and the
time-domain current measurements were carried out at −14 V.
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voltages alternately� could eliminate the charging effect and
thus maintain the EL efficiency as reported in Ref. 19.

IV. CONCLUSION

In conclusion, the influence of charge trapping on the EL
emission from ITO/Si+ implanted SiO2 layer/Si structure has
been studied. It is shown that the charge trapping in the nc-Si
near the gate and the substrate can cause a large reduction in
the EL intensity due to the decrease of the electric fields for
both the electron injection from the gate and the hole injec-

tion from the substrate. However, the reduced EL intensity
can be recovered after the trapped charges are released. A
partial recovery can be easily achieved by the application of
a positive gate voltage or thermal annealing at hot tempera-
tures �e.g., 120 °C� for a short duration. The results suggest
that bipolar pulses �i.e., the pulses change between negative
and positive voltages alternately� could eliminate the charg-
ing effect and thus maintain the EL efficiency.
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FIG. 4. Influence of trapping and detrapping of charges in nc-Si due to the
application of −25 V for 1 s and the annealing at 120 °C for 40 s, respec-
tively, on the EL �a�, the C-V characteristic �b�, and the injection current �c�.
Both the EL and the time-domain current measurements were carried out at
−14 V.

FIG. 5. Degradation of the injection current measured at −14 V for the
structure with Al gate.
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